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OLD TRAILS DEMOLITION
P.O. BOX 3847
KINGMAN, AZ 86402
(928) 753-2957
FAX (928) 753-5533

June 24, 2016

City of Kingman
310 N. 4th Street
Kingman, AZ 86401

Dear Jim McErlean:

Upon your request, on June 16th, Old Trails performed a thorough inspection of
suspect ACM's for areas where renovation or demolition is to be performed.
Please see attached report for the results.

Should you have any questions on the findings or recommendations of this report,
feel free to contact Rob Lackey, Certified AHERA Building Inspector at Old Trails
Demolitions at (928) 753-2957.

Sincerely,

Rob Lackey
AHERA Building Inspector #10051-1411667-219568



II.

II.

IV.

Scope of Work

Old Trails was hired to perform an asbestos inspection for City of Kingman at
Western & Robinson, Kingman, AZ. We performed inspection and bulk
sampling on June 16th, 2016 per information provided by Jim McErlean.

The purpose of asbestos inspection was to ascertain the presence of asbestos
or to prove materials being disturbed in project are negative for asbestos prior
to renovation or demolition. If any suspect material is found that was not
listed, please contact us for further testing.

Building Description
The property tested is a single story wood structure/storage.
Inspection Methods

A total of thirteen (12) bulk samples were collected in various areas of the
single story residental house. A identification number was used for each
sample. A total of 12 samples were analyzed (including all layers), results are
reported and can be found attached in Appendix A.

Laboratory Analytical Method

The bulk samples were submitted to LA Testing, to be analyzed for asbestos
content by Polarized Light Microscopy using the EPA method 600/R-93/116.
LA Testing is accredited under the NIST/NVLAP program for asbestos in
bulk material.

To ensure valid and reliable results and to monitor samples during collection,
shipment, testing and subsequent disposal phase of potentially asbestos-
containing materials, Old Trails, has established a quality assurance program
for the collection and submittal of bulk samples. This program consists of:

- Creation of chain of custody form to keep track of the samples always by
assigning responsibility for each phase of the data collection and
analysis process to a specific person.

- Use of EPA-accredited laboratories that participate in the National
Voluntary Laboratory Accreditation Program (NVLAP) sponsored by to
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National Institute of Standards and Technology for asbestos testing.
V. Results of Investigation

In accordance with the Environmental Protection Agency (EPA), any
construction material containing more than one percent asbestos by weight is
considered an Asbestos Containing Material (ACM). In addition, according to
policies developed for schools, by the EPA, a homogenous material is
considered to contain asbestos, when asbestos is detected in one or more
samples of the subject material.

Table 1 - summarizes the homogenous areas inspected and sampled and presents the
laboratory results.

Notes from inspector:
In conclusion, all sample came back negative for asbestos.
Sincegly%

Rob Lackey
AHERA Building Inspector #10051-1411667-219568



TABLE 1

| ASBESTOS RESULTS

WESTERN & ROBINSON
|Area Tested Wj\nm of Material Sample # Sample Locations Quantity Condition PLM Results Percent
Exterior Roof 1-1 East Building  N/A  NA ND 0%
Exterior  Roof 1-2 East Building  N/A N/A ND 0%
| Exterior Roof 1-3 East Building |N/A N/A 'ND 0%
'Exterior Brick Found. 2-1 Brick N/A N/A ND 0%
| Exterior Brick Found. 2-2 Brick N/A N/A ND 0%
meﬁ.wﬂ._.o._” ~ BrickFound. 2-3 ,mzox N/A N/A ND 0%
meﬁm:oﬂ Covering 3-1 'Over Brick N/A N/A ND 0%
| Exterior Covering .w -2 Over Brick N/A N/A ND 0%
_ Exterior Covering 3-3 | Over Brick N/A N/A ND 0%
!Interior Drywall ”A -1 | Drywall N/A N/A ND oe\o_
Interior ~ Drywall 4-2 Drywall N/A N/A ND 0%
Interior Drywall 4-3 Drywall NA N/A 'ND 0%
'ND = None Detected CH = Chrysotile CR = Crocidolite A = Amosite

ZN> - Not >.vv=omc_m

A/P = Assume Positive

| NT = Not Tested
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LA Testing LA Testing Order: 451602175
82 West Sierra Madre Blvd Sierra Madre, CA 91024 Customer ID: OTRL42
TESTING Tel/Fax: (626) 355-4711 / (626) 355-4497 Customer PO:
http://www.LATesting.com / sierramadrelab@iatesting.com Project ID: )
Attention: Julie Lackey Phone: (928) 753-2957
Old Trails Fax:

301 S. 4th Street
Kingman, AZ 86401

Project: WESTERN & ROBINSON

Received Date:
Analysis Date:
Collected Date:

06/20/2016 8:00 AM

06/22/2016
06/16/2016

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized Light

Microscopy
Non-Asbestos Asbestos
Sample Description Appearance % Fibrous % Non-Fibrous % Type
1-1 Roofing - east Black 40% Cellulose 60% Non-fibrous (Other) None Detected
building Fibrous
151602175-0001 Homogeneous
1-2 Roofing - east Black 40% Cellulose 60% Non-fibrous (Other) None Detected
buitding Fibrous
151602175-0002 Homogeneous
1-3 Roofing - east Black 40% Cellulose 60% Non-fibrous (Other) None Detected
building Fibrous
151602175-0003 Homogeneous
2-1 Brick - foundation Gray/Tan 100% Non-fibrous (Other) None Detected
Non-Fibrous
151602175-0004 Homogeneous
2-2 Brick - foundation Gray/Tan 100% Non-fibrous (Other) None Detected
Non-Fibrous
151602175-0005 Homogeneous
-3 Brick - foundation Tan 100% Non-fibrous (Other) None Detected
Non-Fibrous
151602175-0006 Homogeneous
3-1 Covering over brick - White 100% Non-fibrous (Other) None Detected
exterior Non-Fibrous
151602175-0007 Homogeneous
3-2 Covering over brick - White 100% Non-fibrous (Other) None Detected
exterior Non-Fibrous
151602175-0008 Homogeneous
3-3 Covering over brick - White 100% Non-fibrous (Other) None Detected
exterior Non-Fibrous
151602175-0009 Homogeneous
-1 Drywall - nfa Tan 5% Cellulose 95% Non-fibrous (Other) None Detected
Fibrous
151602175-0010 Homogeneous
}-2 Drywall - n/a Tan 5% Cellulose 95% Non-fibrous (Other) None Detected
Non-Fibrous
151602175-0011 Homogeneous
-3 Drywall - n/a Tan 5% Celliulose 95% Non-fibrous (Other) None Detected
Non-Fibrous
151602175-0012 Homogeneous

(nitial Report From: 06/22/2016 19:38:56

)

3L.M - 1.69 Printed: 6/22/2016 4:38 PM
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LA Testing Order: 451602175

LA Testin
A g Customer ID: OTRL42

82 West Sierra Madre Blvd Sierra Madre, CA 91024
YESTING Tel/Fax: (626) 355-4711/ (626) 355-4497 Customer PO:
hitp:/lwww.LATesting.com / sierramadrelab@fatesting.com Project ID:

—

Analyst(s)
Guillermo Hernandez (12) Arturo Casas Laboratory Manager
or Other Approved Signatory

ples reported and may not be reproduced, except in full, without written approval by EMSL. EMSL bears no
esults are the responsibility of the client. This report must not be used by the client to claim
Non-friable organically bound materials present a problem matrix and therefore EMSL
oted. Estimated accuracy, precision and uncertainty data available upon request. Unless
ple. Reporting limit is 1%

MSL maintains liability fimited to cost of analysis. This report relates only to the sam,
ssponsibility for sample collection activities or analytical method limitations. Interpretation and use of test r
raduct certification. approval, or endorsement by NVLAP, NIST or any agency of the federal government.

1commends gravimetric reduction prior to analysis. Samples received in good condition unless otherwise ni
1quested by the client, building materials manufactured with multiple layers (i.e. linoleum, wallboard, elc.) are reported as a single sam,

amples analyzed by LA Testing Sierra Madre, CA NVLAP Lab Code 102116-0, CA ELAP 1269

—

iitial Report From: 06/22/2016 19:38:56
Page 2 of 2
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OrderID: 451602175

Asbestos Chain of Custody  LATesti
- EMSL Order Number (Lab use Oniy): N ST
i & g 7Y
IL: i51en27174%
: STING R e }
A . EMSL.-Biil to: am Different
Company : C) l A WG\A_ \S If Bit to is Ditfarent na nslmcl?dn[s]in C:smemer?xs"
Street: ¥, (O y f) )4 ..j ?7-4 7 Third Party Billing requires written authorization from third party

City: K ,\h-F"\,«(‘\C)_,.l l State/Province; m 2ip/Postal Code: &g‘/@&[ Country: (. -
| Report To (Na)ne): e FFE R —f (_, o LC/ Telephone #: C@ ‘]’EC) iy 3 ‘“Qfa S /7
Email Address: O{d e (S 2 G 44[(’2( Dfa'x\#:_ ( QJE) %Si%rc ase Order:
Project Name/Number: k%ﬁ,ﬁ rin b Redow Ny | Please Provide Results: [ Fax TSEmail _[] Mail

U.S. State Samples Taken: | .3 Connecticut Samples: [ ] Commeraial” ] Residential
Turnaround Time (TAT) Options® - Please Check

[I3Hour — TTJ®Hour | C124 Hour [ 748 Hour 1 0 72Hour [ T[] 96 Hour | [T7 Week 1 1 2Week
“For TEM Air 3 hr through 6 hr, please call ahead to schedule *There is a premium tRarge for 3 Hour TEM AHERA or EPA Level il TAT. You.will be asked fo sign
an authonzation form for this service. Anaiysis completed in accordance with EMSL's Terms and Conditions focated in the Analytical Price Guide.

PCM - Al [] Check if samples are from NY | TEM - Air [TJ 4-4.5hr TAT (aHERA only) TEM- Dugt )
] NIOSH 7400 (J AHERA 40 CFR, Pant 763 {1 Microvac - ASTM D 5755
O w OSHA 8hr, TWA [CJ NIOSH 7402 {1 Wipe - ASTM D8480
PLM - Ik {reporting limi [] EPA Level 1l L] Carpet Sonication (EPA 600/J-83/167)
LM EPA 600/R-93/116 (<1%) O sot0312 SoiliRock/Vermiculite
PLM EPA NOB (<1%) TEM - Bulk S (] PLM CARB 435 - A (0.25% sensitivity)
Point Count [] TEM EPA NOB {JPLMCARB 435-B {0.1% sensitivity)
{1400 (<0.25%) [ ] 1000 (<0.1%) [INYS NOB 198 4 {non-friable-NY) [JTEMCARB 435-8 {0.1% sensitivity)
Point Count w/Gravimetric [ Chatfield SOP [ TEM CARB 435 -G (0.01% sensitivity)
[] 400 (<0.25%) [J 1000 (<0.1 %) [J TEM Mass Analysis-EPA 600 sec. 2.5 [T TEM Quat. via Filtration Technique
3 NYS 198.1 (friable in NY) TEM - Water: EPA 1002 {J TEM Qual. via Drop-Mount Technique
[0 NYS 198.6 NOB {non-friable-NY) Fibers >10um [ Waste [[] Drinking Qther:
[0 _NIOSH 9002 (<1%) All Fiber Sizes [[]Waste [] Drinking O

[] Check For Positive Stop ~ Clearly identify Homogenous Group | Filter Pore Size (Air Samples): []08um []0.45um

Samplers Name: g@ LD L&, CL‘Y 6"\/ Samplers Signature: M%
/

VolumelArea {Air) Date/Time
Sample # Sample Description HA # (Bulk) Sampled

= Roci o £ost Culdor 6/ lefl Jdoe
[~ 2 Kodhyrr - casd Ouwildaie Lol L[ b

I~ 3 Kaof e Lasd B\ ol o]l -l1.d>
A - ‘ &fék - HD»AMJ@N e A \L/j‘d'l/.-&m
~

22 bk fom~dodma~ AR/
27 S Bricl fourdadma~ Gl 11:
3| EXAC Ao~ Coment=Ore B b | bl [

. J - ,

2 2 Ex e o~ Covery= Oye Gcled b/ \ &/ eIl P2,
Ctient Sample # (s): ., - , Total #of Samples: | QR -
Relinquished {Client): Wf‘.}__ Date: @ / /@/ /L’ Time: _L ; 3 &5 vl
Received (Lab): { [ uses  pate. b.20.6 Time: 500 AM

Comments/Special Instructions:

Caontrobes Documant - Ashestos COC -~ RS - 121172032 page 1 of &pages

Page 1 Of 2



OrderID: 451602175

Asbestos Chain of Custody E"is?[b ;»; I

E . 920 MESSION STREET

1A . .M?‘_ofdm Numbe' {Lab Uss Only): SOUTH PASADENA. CA 91030
€S S5 6020 7 PHONE ' (800)-303-0047
TING ' Fax (323)-254.9962

Additional Pages of the Chain of Custody are only necessary if needed for additional sample information

Volume/Area {Alr) Date/Time
Sample # ) Sample Description HA # (Bulk) Sampled

33 Exteisc C’;Ne/‘vf Qe B e L/ l(oT/L:B o

9-1 '0/\/ el (/fl«aﬂw//,'*?ow
-2 O/\/ Wl (ﬂ}\(o!fg}‘;p‘*‘"
-3 ‘Dr}/@u—Qk AAEE

-

7

*CommentsiSpeciaf instructions:
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APPENDIX B
LICENSING
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